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FN-80SDE 20 – 40 Acrylnitril-Copolymer 0.020 – 0.030 ≥ 97 ••
F-65DE 40 – 60 Acrylnitril-Copolymer 0.025 – 0.035 ≥ 97 ••
F-80DE 90 – 130 Acrylnitril-Copolymer 0.015 – 0.025 ≥ 97 •••
FN-78DE 100 – 200 Acrylnitril-Copolymer 0.010 – 0.020 ≥ 97 •••

Solvent resistance: low: •    medium: ••    well suited: •••


